
Azure BlueCoffee Brown

Avocado Cola

Black

Malayan Buff

English Red

Limitations and Restrictions: The ten standard colors shown
are for applications to either gray or white cement based prod-
ucts. The color chart is to be used as a guide. Test areas or
samples are always recommended prior to job application as
they may differ significantly from what is shown. Deco Gel
Concrete Acid Stain will produce a wide variety of finished col-
ors depending on many factors including, but not limited to, age
of existing slab, mix design, finishing techniques, base colors of
concrete and permeability of surface. Avocado, Shifting Sand,
Sea Grass and Azure Blue Deco Gel Concrete Acid Stains are
indoor stains only and should never be applied to a wet or damp
surface, as this will produce a black or brown spotted appear-
ance affect. Refer to the Deco Gel Concrete Acid Stains
Technical data sheets for additional information.

Desert Amber Sea Grass

Shifting Sand

Color
First Appearance

of Color
Final Appearance

Minimum
Reaction Time

Azure Blue

Coffee Brown

English Red

Avocado

Malayan Buff

Cola

Black

Shifting Sand

Desert Amber

Sea Grass

Light Blue

Greenish Brown

Greenish Brown

Greenish Brown

Greenish Black

Greenish Brown

Dark Brown

Greenish Brown

Greenish Brown

Greenish Brown

Medium Blue

Dark Brown

Reddish Brown

Greenish Yellow

Golden Tan

Brownish Red

Black

Greenish Tan

Straw Color/Tan

Greenish Brown

3-4 Hours

3-4 Hours

4 Hours

3-4 Hours

8 Hours

3-4 Hours

3-4 Hours

2-3 Hours

6-7 Hours

3-4 Hours
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www.DirectColors.com
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